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Abstract-This work describes the development of hybrid 
circuits composed of silicon-based molecular electronic devices 
and traditional CMOS technology.  In the development of these 
circuits, we first fabricated individual CMOS-compatible 
molecular electronic devices and established their effectiveness. 
We then designed and used traditional VLSI tools to layout a 
hybrid circuit that includes CMOS for the on-chip 
characterization of the molecular devices, as well as a platform 
composed of the contacts and interconnects for the molecular 
electronic devices.  Finally, we developed the procedures for the 
post-processing fabrication of the molecular electronic devices 
based on CMOS-compatible techniques.  This work is an 
important step towards the realization of hybrid 
molecular/traditional circuits.  It both advances novel “beyond 
CMOS” molecular electronic technology, and enables hybrid 
circuits for the on-chip characterization of the molecular 
electronic devices via CMOS instrumentation. 

 

I. INTRODUCTION 

We have successfully fabricated and electrically 
characterized molecular electronic devices with CMOS 
integration potential and then developed the design and 
procedures for the integration of these devices with CMOS by 
using traditional VLSI layout tools and CMOS fabrication 
techniques.  The hybrid molecular device/CMOS chips were 
designed not only to show that such integration is possible, but 
also to enable the on-chip characterization of the molecular 
devices by using CMOS circuitry.  These developments are 
critical to the realization of molecular electronics, a field based 
on using organic molecules with functional electrical 
properties in devices.   

The field of molecular electronics has been focused on the 
characterization of electron transport through molecular 
monolayers, much of which has been performed by using 
methodologies and materials that are not compatible with 
conventional integrated circuit technologies.  For example, 
much of the work thus far has used gold as a bottom substrate 
material due to the ease and reliability of self-assembly of 
organic monolayers on gold [1-10]; however, gold is not 
compatible with traditional silicon (Si) technologies due to its 
propensity to form energy traps in Si.  Also, because 
evaporated metal device top contacts have been shown to 
degrade and/or displace molecular monolayers in junctions 
[11,12], characterization techniques have mostly consisted of 
indirect contacts (such as STM probes) or devices that rely on 
“soft” top contacts (mercury drops, carbon nanotubes, or 

electrolytes) [13-15].  Since the electrical behavior of the 
molecular monolayer is extremely dependent on the materials 
and characterization methodology used, it is essential for 
groups to begin to characterize monolayers in devices that have 
increased technological potential.  Because it is also likely that 
the first step to the realization of molecular electronic devices 
will be the integration of molecular electronics with existing 
technologies to form hybrid molecular electronic/CMOS 
circuits, it is imperative to begin designing and fabricating 
CMOS-compatible molecular electronic devices and hybrid 
circuits. 
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Fig. 1. (a) Cross section of the molecular electronic device, (b)
Representative current-voltage (I-V) curve results for the molecular
electronic devices.   In these I-V curves the longer chained molecules 
assembled in the device were less conductive than the shorter chained 
molecules, demonstrating the effectiveness of the molecular electronic
device. 

(a) 

(b) 



II. THE FABRICATION AND CHARACTERIZATION OF CMOS-
COMPATIBLE MOLECULAR DEVICES 

The first step in the realization of the hybrid circuit with on-
chip characterization potential was the fabrication and 
characterization of CMOS-compatible molecular electronic 
devices.  Fig. 1(a) shows an enclosed molecular electronic 
device with a “hard” Ag top contact.  We avoided displacing 
the molecular monolayer during the top metal evaporation by 
using Ag, which has been shown not to displace the molecular 
monolayer in the junction, as the top contact material [11].   
The bottom contact was highly doped Si (100), due to its 
compatibility with CMOS.  Because prior to this work most of 
the monolayer assembly/characterization that had been 
performed was on Si (111) [16-23], we performed extensive 
characterization to ensure that the monolayers assembled on Si 
(100) were comparable in quality to those assembled on Si 
(111) [24].  Additionally, prior work by our group was 
performed with a lightly doped Si substrate [16]; however, we 
have switched to highly (degenerately) doped Si in order to 
ensure that the electrical characteristics observed from the 
devices are dominated by inherent molecular properties, rather 
than depletion in the substrate due to the work function 
mismatch between the lightly doped bottom Si contact and the 
Ag top contact [24-25]. 

In order to characterize the degenerately doped Si (100) 
molecular device (fig. 1 (a)), we applied a bias across the top 
and bottom contacts and measured the current through the 
junction.  We performed these measurements on devices with 
various chainlengths of organic molecules self-assembled in 
the junctions [24].  Because the method of transport through 
alkanethiol molecules has been found to be quantum 
mechanical tunneling, one would expect longer molecules to 
have a longer tunneling barrier and thus, devices with longer 
molecules assembled to exhibit less current.  The current vs. 
voltage curves from the devices with no organic monolayer 
(hydrogen terminated Si), with octadecanethiols (molecules 18 
carbons long), and with dodecanethiols (molecules 12 carbons 
long) are shown in Fig. 1(b).  Our experimental results confirm 
an inverse dependence of device current on molecular 
chainlength.  This trend is consistent with what is expected for 
alkanethiols in a Si-metal junction [13], establishing that a 
molecular dependence is observed from the devices; i.e. they 
are effective. 

 

III. HYBRID CHIP PLATFORM DESIGN 

Once the electrical characteristics of the devices were 
established, hybrid Si-molecular circuitry was designed.   Part 
of the concept of the design was that first, the CMOS 
components plus the contacts and interconnects for the 
molecular device would be fabricated on-chip; then, via post-
CMOS/interconnect processing, the active components of the 
molecular electronic devices would be fabricated on-chip.    

A schematic of the basic hybrid chip layout, including the 
contact and interconnect platform for the fabrication of 

molecular electronic devices, is shown in Fig. 2(a).  The 
platform area for the molecular electronic devices consists of a 
4 x 4 array of highly doped areas, to be used as bottom contacts 
for the devices, connected through output interconnect to a bus 
to the CMOS area of the chip.  The contact and interconnect 
fabrication was performed by using the same VLSI layout 
tools, representations, and fabrication techniques as are used 
for the fabrication of traditional CMOS and at the same time as 
the fabrication of the on-chip CMOS.  For example, the highly 
doped areas were fabricated by using the same VLSI layout 
representation and process steps as were used for the n-type 
wells of the NMOS circuitry (the “active” areas).      
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Fig. 2.  (a) A schematic overview showing the layout of the hybrid chip
including the area for CMOS and the area for the interconnects and contacts 
(platform) of the molecular electronic devices, (b)  The actual VLSI layout of
the hybrid chip including the CMOS area (not clearly visible due to small 
size), the molecular electronic device platform, and the probing pads. 

(a) 

(b) 



 
The final VLSI layout for the chip is shown in Fig. 2 (b).   

The on-chip CMOS circuitry is not easily identifiable in the 
design, due to the relative scale of the molecular electronic 
device platform relative to the CMOS.  The CMOS circuitry 
design and layout were simulated and checked for functionality 
prior to fabrication.  The VLSI layout was used for the 
fabrication of the entire chip, including the molecular 
electronic device platform, using traditional CMOS techniques.    

 

IV. POST-CMOS PROCESSING INTEGRATION OF  MOLECULAR 
ELECTRONIC DEVICES 

After the CMOS and the molecular device platform (contacts 
and interconnects as shown in Fig. 2 (a)) are fabricated on-chip 
with traditional CMOS tools and methodologies, the 
integration of the molecular electronic devices is completed by 
using post-processing techniques.  The top and side views of a 
completed molecular electronic device are shown in Fig. 3 
[16].  The molecular electronic devices are fabricated by first 
etching through the oxide covering the embedded highly doped 
“contact areas” using standard photolithography or e-beam 
lithography wet etching, or dry etching methods.  After 
etching, UV-assembly techniques (as described in Section II) 
are used to assemble the molecular monolayer.   Finally, the 
top Ag contact is formed by using an evaporation mask that 
aligns with the bottom contact areas and the input 
interconnects to “wire-up” the molecular junction to the rest of 
the circuitry.  Alternatively, this top contact could be fabricated 
by using a standard photolithography method with chemical or 
physical etching, or with a “liftoff” procedure, depending on 
the top contact metal used.  After this final top metallization, 
the molecular electronic device is complete.    

V. ENABLING ON-CHIP CHARACTERIZATION 

Once the fabrication is complete, the chip is ready for 
verification of the CMOS and molecular components, as well 
as for the on-chip characterization of the molecular devices via 
the CMOS.  The CMOS circuitry on the chip is designed to 
function as on-chip instrumentation for the electrical 
characterization of the molecular electronic devices.  These on-
chip characterization capabilities were accomplished by 
including multiplexers in the hybrid chip design between the 
molecular electronic and CMOS areas so that the rows and 
columns of the molecular electronic device array could be 
accessed by the CMOS instrumentation circuitry for the on-
chip molecular device characterization.  Additionally, in order 
to verify the individual electrical characteristics of each 
molecular electronic device, the hybrid chip includes two on-
chip probing pads per device for individual off-chip 
characterization.    

VI. SUMMARY 

This work advances the field of molecular electronics by 
establishing CMOS-compatible molecular electronic devices 
and by developing the methodologies for integrating these 
novel “beyond CMOS” devices with traditional CMOS 
technology.  Future work will include the use of the hybrid 
chip for extensive on-chip characterization of molecular 
electronic devices for traditional electrical properties, as well 
as for properties that may be difficult to accurately measure 
using traditional off-chip characterization techniques.  Due to 
the flexibility in the design of the integrated chip, the basic 
concepts and processes could be extended for the integration of 
other nanotechnologies with CMOS. 
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Fig. 3.  The top view and side view of a complete molecular electronic device post CMOS processing.   The post-processing consists of: milling a well in the oxide 
above the heavily doped silicon contact, using UV-assisted self-assembly to assemble the molecular monolayer in the well, and capping with a metal top contact which
also connects the device to the “metal 2” CMOS interconnects [16].  



ACKNOWLEDGMENT 

This work was funded in part by the NIST Office of 
Microelectronics Programs and the DARPA MoleApps 
Program.   The research was performed while NGH held a 
National Research Council Research Associate Award and 
while AAH held a National Science Foundation Summer 
Undergraduate Research Fellowship. 
 

REFERENCES 
[1]   W. Wang, T. Lee, M.A. Reed, “Mechanism of electron conduction in  
       self-assembled alkanethiol monolayer devices,” Phys. Rev B, vol. 68,  pp.  

035416.1-035416.7,  2003.   
[2]   N. Gergel, N. Majumdar, K. Keyvanfar, N. Swami, L.R.  Harriott, J.C.  

Bean, G. Pattanaik, G. Zangari, Y. Yao,  J.M. Tour, “Study of the room 
temperature molecular memory observed from a nanowell device,” J. 
Vac. Sci. Technol.  A, vol. 23 (4), pp 880-885, 2005. 

[3]   F.F. Fan, J. Yang, L. Cai, D.W.  Price, S.M. Dirk, D.V. Kosynkin, Y. Yao, 
A.M.  Rawtlett, J.M. Tour, A.J. Bard, “Charge transport through self-
assembled monolayers of compounds of interest in molecular 
electronics,” vol. 124, pp. 5550-5560, 2002.  

[4]   Z.J. Donhauser, B.A. Mantooth, K.F. Kelly, L.A. Bumm, J.D. Monnell, 
J.J. Stapleton, D.W. Price Jr., A.M. Rawlett, D.L. Allara, J.M. Tour, P.S. 
Weiss, “Conductance switching in single molecules through 
conformational changes,” Science, vol. 292, 2303-2307, 2001.  

[5]    J. Chen, M.A. Reed, A.M. Rawlett, J.M. Tour, “Large on-off ratios and 
negative differential resistance in a molecular electronic device,” Science, 
vol. 286, pp. 1550-1552.    

[6]   D.J. Wold, C.D.  Frisbie, “Fabrication and characterization of metal-
molecule-metal junctions by conducting probe atomic force microscopy,” 
J. Am. Chem. Soc, vol.  123, pp. 5549-5556, 2001.  

[7]   L.A. Bumm, J.J. Arnold, M.T. Cygan, T.D. Dunbar, T.P. Burgin, L. Jones 
II, D.L.  Allara, J.M. Tour, P.S. Weiss, “Are single molecule wires 
conducting?” Science, vol. 271, pp. 1705-1707, 1996. 

[8]   X.D. Cui, X.  Zarate, J. Tomfohr, O.F. Sankey, A. Primak, A.L. Moore, 
T.A. Moore, D. Gust, G. Harris, S.M. Lindsay, “Making electrical 
contacts to molecular monolayers,”  Nanotechnology,  vol. 13, pp. 5-14, 
2002.    

[9]   I. Amlani, A.M. Rawlett, L.A. Nagahara, R.K. Tsui, “An approach to 
transport measurements of electronic molecules,” Appl. Phys. Lett., vol. 
80, pp. 2761-2763, 2002.    

[10]   N. Gergel-Hackett, M.J. Cabral, T.L. Pernell, B. Chen, M. Lu, J.M. Tour, 
L.R. Harriott, J.C. Bean “Vapor phase deposition of a monolayer of 
organic molecules for use in molecular electronic devices,”  Journal of 
Vacuum Science and Technology B, vol.  25 (1), pp. 252-257, 2007.   

[11]  C.A. Hacker, C.A. Richter, N. Gergel-Hackett, L.J. Richter, “Origin of 
Differing Reactivities of Aliphatic Chains on H-Si(111) and Oxide 
Surfaces with Metal,” Journal of Physical Chemistry C, vol. 111(26), pp. 
9384-9392, 2007. 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 [12]   G.L. Fisher, A.V. Walker, A.E. Hooper, T.B. Tighe, K.B. Bahnck, H.J.  
          Skriba, M.D. Reinard, B.C. Haynie, R.L. Opila, N. Winograd, D.L.  
           Allara, “Bond insertion, complexation, and penetration pathways of  
           vapor-deposited aluminum atoms with HO-and CH3O-terminated  
           organic monolayers,” J. Am. Chem. Soc., vol. 124, pp. 5528-5541  
           (2002). 
 [13]   E.J. Faber, L.C.P.M. De Smet, W. Olthius, H. Zuilhof, E.J.R. Sudholter,  

P. Bergveld, A. Van de Berg, “Si-C linked organic monolayers on 
crystalline silicon surfaces as alternative gate insulators,” Chem. Phys. 
Chem, vol. 6, pp. 2153-2166, 2005. 

[14]   J.G. Kushmerick, D.B. Holt, J.C. Yang, J. Naciri, M.H. Moore, R.  
Shashidhar, “Metal-molecule contacts and charge transfer across 
monomolecular layers: measurement and theory,” Phys. Rev. Lett, vol.  
89, pp. 086802.1-086802.4, 2002. 

 [15] J. He, B. Chen, A.K. Flatt, L.J. Stephenson, C.D. Coyle, J.M. Tour, 
“Metal-free silicon-molecule-nanotube testbed and memory device” 
Nature Materials, vol.  5, pp. 63-68, 2006.  

[16]  N. Gergel-Hackett, G.S. Rose, P. Paliwoda, C.A. Hacker, C.A. Richter, 
“On-chip characterization of molecular electronic devices using CMOS: 
the design and simulation of a hybrid circuit based on experimental 
molecular electronic device results”, Proceedings of the ACM Great 
Lakes Symposium on VLSI 2007, pp. 108-113, 2007.   

[17] C.A. Hacker, K.A. Anderson, L.J. Richter, C.A. Richter, “Comparison of 
Si-O-C interfacial bonding of alcohols and aldehydes on Si (111) formed 
from dilute solution with ultraviolet irradiation,” Langmuir, vol. 21, pp.  
882-889,  2005. 

[18] R. Boukherroub, S. Morin, P. Sharpe, D.D.M Wayner, P. Allongue, “New 
synthetic routes to alkyl monolayers on the Si (111) surface,” Langmuir, 
vol. 15, pp. 7429-7434, 2000. 

[19] R.L. Cicero, M.R. Linford, C.E.D Chidsey, “Photoreactivity of 
unsaturated compounds with hydrogen-terminated silicon (111),” 
Langmuir, vol. 16 (13), pp. 5688-5695,  2000. 

[20] B.J. Eves, Q.-Y. Sun, G.P. Lopinski, H. Zuilhof, “Aromatic self-
assembled monolayers on hydrogenated silicon,” J. Am. Chem. Soc., vol. 
126(44), pp. 14318-14319, 2004. 

[21] M. Zharnikov, A. Kuller, A. Shapoenko, E. Schmidt, W. Eck, “Aromatic 
self-assembled monolayers on hydrogenated silicon”, Langmuir , vol. 19, 
pp. 4682-4687, 2003.  

[22] C.J. Barrelet, D.B. Robinson, J. Cheng, T.P. Hunt, C.F Quate, C.E.D. 
Chidsey, “Surface characterization and electrochemical properties of 
alkyl, fluorinated alkyl, and alkoxy monolayers on silicon”, Langmuir, 
vol. 17, pp. 3460-3465, 2001. 

[23] C.H. de Villeneuve, J. Pinson, M.C. Bernard, P. Allongue, 
“Electrochemical formation of close-packed phenyl layers on Si (111),” 
J. Phys. Chem. B , vol.. 101(14), pp. 2415-2420, 1997. 

[24] N. Gergel-Hackett, C.D. Zangmeister, C.A. Hacker, L.J. Richter, C.A. 
        Richter, “Demonstration of molecular assembly on Si (100) for CMOS- 

compatible molecule-based electronic devices”, Journal of the  
American Chemical Society, vol.. 130  (13), pp. 4259-4261, 2008.  

[25] A. Scott, D.B. Janes, C. Risko, M. Ratner, “Fabrication and 
characterization of metal-molecule-silicon devices,” Applied Physics 
Letters, vol. 91, pp. 033508.1-033508.3, 2007. 

 
 
 
 
 
 

 
 

 



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Gray Gamma 2.2)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Warning
  /CompatibilityLevel 1.4
  /CompressObjects /Off
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.1000
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails true
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams true
  /MaxSubsetPct 100
  /Optimize true
  /OPM 0
  /ParseDSCComments false
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo false
  /PreserveFlatness true
  /PreserveHalftoneInfo true
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Remove
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
    /AbadiMT-CondensedLight
    /AgencyFB-Bold
    /AgencyFB-Reg
    /AharoniBold
    /Algerian
    /AndaleMono
    /AndaleMonoIPA
    /AngsanaNew
    /AngsanaNew-Bold
    /AngsanaNew-BoldItalic
    /AngsanaNew-Italic
    /AngsanaUPC
    /AngsanaUPC-Bold
    /AngsanaUPC-BoldItalic
    /AngsanaUPC-Italic
    /ArialAlternative
    /ArialAlternativeSymbol
    /Arial-Black
    /Arial-BlackItalic
    /Arial-BoldItalicMT
    /Arial-BoldMT
    /Arial-ItalicMT
    /ArialMT
    /ArialMT-Black
    /ArialNarrow
    /ArialNarrow-Bold
    /ArialNarrow-BoldItalic
    /ArialNarrow-Italic
    /ArialRoundedMTBold
    /ArialUnicodeMS
    /ArrusBT-Bold
    /ArrusBT-BoldItalic
    /ArrusBT-Italic
    /ArrusBT-Roman
    /AvantGardeITCbyBT-Book
    /AvantGardeITCbyBT-BookOblique
    /BankGothicBT-Medium
    /Baskerville
    /Baskerville-Bold
    /Baskerville-BoldItalic
    /Baskerville-Italic
    /BaskOldFace
    /Batang
    /BatangChe
    /Bauhaus93
    /BellMT
    /BellMTBold
    /BellMTItalic
    /BerlingAntiqua-Bold
    /BerlingAntiqua-BoldItalic
    /BerlingAntiqua-Italic
    /BerlingAntiqua-Roman
    /BerlinSansFB-Bold
    /BerlinSansFBDemi-Bold
    /BerlinSansFB-Reg
    /BernardMT-Condensed
    /BernhardModernBT-Bold
    /BernhardModernBT-BoldItalic
    /BernhardModernBT-Italic
    /BernhardModernBT-Roman
    /BinnerD
    /BinnerGothic
    /BlackadderITC-Regular
    /BodoniMT
    /BodoniMTBlack
    /BodoniMTBlack-Italic
    /BodoniMT-Bold
    /BodoniMT-BoldItalic
    /BodoniMTCondensed
    /BodoniMTCondensed-Bold
    /BodoniMTCondensed-BoldItalic
    /BodoniMTCondensed-Italic
    /BodoniMT-Italic
    /BodoniMTPosterCompressed
    /BookAntiqua
    /BookAntiqua-Bold
    /BookAntiqua-BoldItalic
    /BookAntiqua-Italic
    /BookmanOldStyle
    /BookmanOldStyle-Bold
    /BookmanOldStyle-BoldItalic
    /BookmanOldStyle-Italic
    /BookshelfSymbolOne-Regular
    /BookshelfSymbolSeven
    /BookshelfSymbolThree-Regular
    /BookshelfSymbolTwo-Regular
    /Botanical
    /BradleyHandITC
    /Braggadocio
    /BritannicBold
    /Broadway
    /BrowalliaNew
    /BrowalliaNew-Bold
    /BrowalliaNew-BoldItalic
    /BrowalliaNew-Italic
    /BrowalliaUPC
    /BrowalliaUPC-Bold
    /BrowalliaUPC-BoldItalic
    /BrowalliaUPC-Italic
    /BrushScript
    /BrushScriptMT
    /Calibri
    /Calibri-Bold
    /Calibri-BoldItalic
    /Calibri-Italic
    /CalifornianFB-Bold
    /CalifornianFB-Italic
    /CalifornianFB-Reg
    /CalisMTBol
    /CalistoMT
    /CalistoMT-BoldItalic
    /CalistoMT-Italic
    /Cambria
    /Cambria-Bold
    /Cambria-BoldItalic
    /Cambria-Italic
    /CambriaMath
    /Candara
    /Candara-Bold
    /Candara-BoldItalic
    /Candara-Italic
    /CaslonOpenfaceBT-Regular
    /Castellar
    /Centaur
    /Centaur-Italic
    /Century
    /CenturyGothic
    /CenturyGothic-Bold
    /CenturyGothic-BoldItalic
    /CenturyGothic-Italic
    /CenturySchoolbook
    /CenturySchoolbook-Bold
    /CenturySchoolbook-BoldItalic
    /CenturySchoolbook-Italic
    /CGTimes-Bold
    /CGTimes-BoldItalic
    /CGTimes-Italic
    /CGTimes-Regular
    /CharterBT-Bold
    /CharterBT-BoldItalic
    /CharterBT-Italic
    /CharterBT-Roman
    /CheltenhamITCbyBT-Bold
    /CheltenhamITCbyBT-BoldItalic
    /CheltenhamITCbyBT-Book
    /CheltenhamITCbyBT-BookItalic
    /Chiller-Regular
    /ColonnaMT
    /ComicSansMS
    /ComicSansMS-Bold
    /Consolas
    /Consolas-Bold
    /Consolas-BoldItalic
    /Consolas-Italic
    /Constantia
    /Constantia-Bold
    /Constantia-BoldItalic
    /Constantia-Italic
    /CooperBlack
    /CopperplateGothic-Bold
    /CopperplateGothic-Light
    /Corbel
    /Corbel-Bold
    /Corbel-BoldItalic
    /Corbel-Italic
    /CordiaNew
    /CordiaNew-Bold
    /CordiaNew-BoldItalic
    /CordiaNew-Italic
    /CordiaUPC
    /CordiaUPC-Bold
    /CordiaUPC-BoldItalic
    /CordiaUPC-Italic
    /CourierNewPS-BoldItalicMT
    /CourierNewPS-BoldMT
    /CourierNewPS-ItalicMT
    /CourierNewPSMT
    /CreepyRegular
    /CurlzMT
    /David-Bold
    /David-Reg
    /DavidTransparent
    /Desdemona
    /DilleniaUPC
    /DilleniaUPCBold
    /DilleniaUPCBoldItalic
    /DilleniaUPCItalic
    /DomCasual
    /Dotum
    /DotumChe
    /EdwardianScriptITC
    /Elephant-Italic
    /Elephant-Regular
    /EngraversGothicBT-Regular
    /EngraversMT
    /EraserDust
    /ErasITC-Bold
    /ErasITC-Demi
    /ErasITC-Light
    /ErasITC-Medium
    /ErieBlackPSMT
    /ErieLightPSMT
    /EriePSMT
    /EstrangeloEdessa
    /Euclid
    /Euclid-Bold
    /Euclid-BoldItalic
    /EuclidExtra
    /EuclidExtra-Bold
    /EuclidFraktur
    /EuclidFraktur-Bold
    /Euclid-Italic
    /EuclidMathOne
    /EuclidMathOne-Bold
    /EuclidMathTwo
    /EuclidMathTwo-Bold
    /EuclidSymbol
    /EuclidSymbol-Bold
    /EuclidSymbol-BoldItalic
    /EuclidSymbol-Italic
    /EucrosiaUPC
    /EucrosiaUPCBold
    /EucrosiaUPCBoldItalic
    /EucrosiaUPCItalic
    /FelixTitlingMT
    /FencesPlain
    /FigaroMT
    /FixedMiriamTransparent
    /FootlightMTLight
    /ForteMT
    /FranklinGothic-Book
    /FranklinGothic-BookItalic
    /FranklinGothic-Demi
    /FranklinGothic-DemiCond
    /FranklinGothic-DemiItalic
    /FranklinGothic-Heavy
    /FranklinGothic-HeavyItalic
    /FranklinGothicITCbyBT-Book
    /FranklinGothicITCbyBT-BookItal
    /FranklinGothicITCbyBT-Demi
    /FranklinGothicITCbyBT-DemiItal
    /FranklinGothic-Medium
    /FranklinGothic-MediumCond
    /FranklinGothic-MediumItalic
    /FrankRuehl
    /FreesiaUPC
    /FreesiaUPCBold
    /FreesiaUPCBoldItalic
    /FreesiaUPCItalic
    /FreestyleScript-Regular
    /FrenchScriptMT
    /FuturaBT-Bold
    /FuturaBT-BoldItalic
    /FuturaBT-Book
    /FuturaBT-BookItalic
    /FuturaBT-Medium
    /FuturaBT-MediumItalic
    /GalliardITCbyBT-Bold
    /GalliardITCbyBT-BoldItalic
    /GalliardITCbyBT-Italic
    /GalliardITCbyBT-Roman
    /Garamond
    /Garamond-Bold
    /Garamond-BoldItalic
    /Garamond-Italic
    /Gautami
    /GeometricSlab703BT-Light
    /GeometricSlab703BT-LightItalic
    /Georgia
    /Georgia-Bold
    /Georgia-BoldItalic
    /Georgia-Italic
    /GeorgiaRef
    /Gigi-Regular
    /GillSans
    /GillSans-Bold
    /GillSans-BoldItalic
    /GillSans-Condensed
    /GillSans-CondensedBold
    /GillSans-Italic
    /GillSansMT
    /GillSansMT-Bold
    /GillSansMT-BoldItalic
    /GillSansMT-Condensed
    /GillSansMT-ExtraCondensedBold
    /GillSansMT-Italic
    /GillSans-UltraBold
    /GillSans-UltraBoldCondensed
    /GloucesterMT-ExtraCondensed
    /GoudyOldStyleBT-Bold
    /GoudyOldStyleBT-BoldItalic
    /GoudyOldStyleBT-Italic
    /GoudyOldStyleBT-Roman
    /GoudyOldStyleT-Bold
    /GoudyOldStyleT-Italic
    /GoudyOldStyleT-Regular
    /GoudyStout
    /GSIDefaultSymbols
    /Gulim
    /GulimChe
    /Gungsuh
    /GungsuhChe
    /Haettenschweiler
    /HarlowSolid
    /Harrington
    /HighTowerText-Italic
    /HighTowerText-Reg
    /Humanist521BT-BoldCondensed
    /Humanist521BT-Light
    /Humanist521BT-LightItalic
    /Humanist521BT-RomanCondensed
    /Impact
    /ImprintMT-Shadow
    /InformalRoman-Regular
    /IrisUPC
    /IrisUPCBold
    /IrisUPCBoldItalic
    /IrisUPCItalic
    /ItcEras-Medium
    /JasmineUPC
    /JasmineUPC-Bold
    /JasmineUPC-BoldItalic
    /JasmineUPC-Italic
    /Jokerman-Regular
    /JuiceITC-Regular
    /Kartika
    /KaufmannBT-Bold
    /KaufmannBT-Regular
    /KidTYPEPaint
    /KinoMT
    /KodchiangUPC
    /KodchiangUPC-Bold
    /KodchiangUPC-BoldItalic
    /KodchiangUPC-Italic
    /KorinnaITCbyBT-Regular
    /KristenITC-Regular
    /KunstlerScript
    /Latha
    /LatinWide
    /LetterGothic
    /LetterGothic-Bold
    /LetterGothic-BoldOblique
    /LetterGothicMT
    /LetterGothicMT-Bold
    /LetterGothicMT-BoldOblique
    /LetterGothicMT-Oblique
    /LevenimMT
    /LevenimMTBold
    /LilyUPC
    /LilyUPCBold
    /LilyUPCBoldItalic
    /LilyUPCItalic
    /LotusWPBox-Roman
    /LotusWPIcon-Roman
    /LotusWPIntA-Roman
    /LotusWPIntB-Roman
    /LotusWPType-Roman
    /LucidaBright
    /LucidaBright-Demi
    /LucidaBright-DemiItalic
    /LucidaBright-Italic
    /LucidaCalligraphy-Italic
    /LucidaConsole
    /LucidaFax
    /LucidaFax-Demi
    /LucidaFax-DemiItalic
    /LucidaFax-Italic
    /LucidaHandwriting-Italic
    /LucidaSans
    /LucidaSans-Demi
    /LucidaSans-DemiItalic
    /LucidaSans-Italic
    /LucidaSans-Typewriter
    /LucidaSans-TypewriterBold
    /LucidaSans-TypewriterBoldOblique
    /LucidaSans-TypewriterOblique
    /LucidaSansUnicode
    /Lydian
    /Magneto-Bold
    /MaiandraGD-Regular
    /Mangal-Regular
    /Map-Symbols
    /MathA
    /MathB
    /MathC
    /Mathematica1
    /Mathematica1-Bold
    /Mathematica1Mono
    /Mathematica1Mono-Bold
    /Mathematica2
    /Mathematica2-Bold
    /Mathematica2Mono
    /Mathematica2Mono-Bold
    /Mathematica3
    /Mathematica3-Bold
    /Mathematica3Mono
    /Mathematica3Mono-Bold
    /Mathematica4
    /Mathematica4-Bold
    /Mathematica4Mono
    /Mathematica4Mono-Bold
    /Mathematica5
    /Mathematica5-Bold
    /Mathematica5Mono
    /Mathematica5Mono-Bold
    /Mathematica6
    /Mathematica6Bold
    /Mathematica6Mono
    /Mathematica6MonoBold
    /Mathematica7
    /Mathematica7Bold
    /Mathematica7Mono
    /Mathematica7MonoBold
    /MatisseITC-Regular
    /MaturaMTScriptCapitals
    /MicrosoftSansSerif
    /MingLiU
    /Miriam
    /MiriamFixed
    /MiriamTransparent
    /Mistral
    /Modern-Regular
    /MonotypeCorsiva
    /MonotypeSorts
    /MS-Gothic
    /MSHei
    /MSLineDrawPSMT
    /MS-Mincho
    /MSOutlook
    /MS-PGothic
    /MS-PMincho
    /MSReference1
    /MSReference2
    /MSReferenceSansSerif
    /MSReferenceSansSerif-Bold
    /MSReferenceSansSerif-BoldItalic
    /MSReferenceSansSerif-Italic
    /MSReferenceSerif
    /MSReferenceSerif-Bold
    /MSReferenceSerif-BoldItalic
    /MSReferenceSerif-Italic
    /MSReferenceSpecialty
    /MSSong
    /MS-UIGothic
    /MT-Extra
    /MT-Symbol
    /MVBoli
    /Narkisim
    /NewsGothic
    /NewsGothic-Bold
    /NewsGothicBT-Bold
    /NewsGothicBT-BoldItalic
    /NewsGothicBT-Italic
    /NewsGothicBT-Roman
    /NewsGothic-Condensed
    /NewsGothic-Italic
    /NewsGothicMT
    /NewsGothicMT-Bold
    /NewsGothicMT-Italic
    /NiagaraEngraved-Reg
    /NiagaraSolid-Reg
    /Nimrod
    /Nimrod-Bold
    /Nimrod-BoldItalic
    /Nimrod-Italic
    /NSimSun
    /OCRAExtended
    /OldEnglishTextMT
    /Onyx
    /OnyxBT-Regular
    /OzHandicraftBT-Roman
    /PalaceScriptMT
    /PalatinoLinotype-Bold
    /PalatinoLinotype-BoldItalic
    /PalatinoLinotype-Italic
    /PalatinoLinotype-Roman
    /Papyrus-Regular
    /Parchment-Regular
    /Perpetua
    /Perpetua-Bold
    /Perpetua-BoldItalic
    /Perpetua-Italic
    /PerpetuaTitlingMT-Bold
    /PerpetuaTitlingMT-Light
    /PhotinaCasualBlack
    /Playbill
    /PMingLiU
    /PoorRichard-Regular
    /Pristina-Regular
    /PTBarnumBT-Regular
    /Raavi
    /RageItalic
    /Ravie
    /RefSpecialty
    /Ribbon131BT-Bold
    /Rockwell
    /Rockwell-Bold
    /Rockwell-BoldItalic
    /Rockwell-Condensed
    /Rockwell-CondensedBold
    /Rockwell-ExtraBold
    /Rockwell-Italic
    /Rockwell-Light
    /Rockwell-LightItalic
    /Rod
    /RodTransparent
    /ScriptC
    /ScriptMTBold
    /SegoeUI
    /SegoeUI-Bold
    /SegoeUI-BoldItalic
    /SegoeUI-Italic
    /ShelleyVolanteBT-Regular
    /ShowcardGothic-Reg
    /Shruti
    /SimHei
    /SimSun
    /SnapITC-Regular
    /Stencil
    /Stop
    /Swiss721BT-BlackExtended
    /Sylfaen
    /SymbolMT
    /Tahoma
    /Tahoma-Bold
    /TechnicalItalic
    /TechnicalPlain
    /TempusSansITC
    /TimesNewRomanMT-ExtraBold
    /TimesNewRomanPS-BoldItalicMT
    /TimesNewRomanPS-BoldMT
    /TimesNewRomanPS-ItalicMT
    /TimesNewRomanPSMT
    /Trebuchet-BoldItalic
    /TrebuchetMS
    /TrebuchetMS-Bold
    /TrebuchetMS-Italic
    /Tunga-Regular
    /TwCenMT-Bold
    /TwCenMT-BoldItalic
    /TwCenMT-Condensed
    /TwCenMT-CondensedBold
    /TwCenMT-CondensedExtraBold
    /TwCenMT-CondensedMedium
    /TwCenMT-Italic
    /TwCenMT-Regular
    /Univers-Bold
    /Univers-BoldItalic
    /UniversCondensed-Bold
    /UniversCondensed-BoldItalic
    /UniversCondensed-Medium
    /UniversCondensed-MediumItalic
    /Univers-Medium
    /Univers-MediumItalic
    /USPSBarCode
    /Verdana
    /Verdana-Bold
    /Verdana-BoldItalic
    /Verdana-Italic
    /VerdanaRef
    /VinerHandITC
    /Vivaldii
    /VladimirScript
    /Vrinda
    /Webdings
    /Westminster
    /Wingdings2
    /Wingdings3
    /Wingdings-Regular
    /WP-ArabicScriptSihafa
    /WP-ArabicSihafa
    /WP-BoxDrawing
    /WP-CyrillicA
    /WP-CyrillicB
    /WP-GreekCentury
    /WP-GreekCourier
    /WP-GreekHelve
    /WP-HebrewDavid
    /WP-IconicSymbolsA
    /WP-IconicSymbolsB
    /WP-Japanese
    /WP-MathA
    /WP-MathB
    /WP-MathExtendedA
    /WP-MathExtendedB
    /WP-MultinationalAHelve
    /WP-MultinationalARoman
    /WP-MultinationalBCourier
    /WP-MultinationalBHelve
    /WP-MultinationalBRoman
    /WP-MultinationalCourier
    /WP-Phonetic
    /WPTypographicSymbols
    /ZapfHumanist601BT-Bold
    /ZapfHumanist601BT-BoldItalic
    /ZapfHumanist601BT-Demi
    /ZapfHumanist601BT-DemiItalic
    /ZapfHumanist601BT-Italic
    /ZapfHumanist601BT-Roman
    /ZWAdobeF
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 200
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 2.00333
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages false
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 200
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 2.00333
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages false
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 400
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 600
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.00167
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects true
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e55464e1a65876863768467e5770b548c62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc666e901a554652d965874ef6768467e5770b548c52175370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /GRE <>

    /HRV (Za stvaranje Adobe PDF dokumenata pogodnih za pouzdani prikaz i ispis poslovnih dokumenata koristite ove postavke.  Stvoreni PDF dokumenti mogu se otvoriti Acrobat i Adobe Reader 5.0 i kasnijim verzijama.)
    /HUN <>
    /ITA (Utilizzare queste impostazioni per creare documenti Adobe PDF adatti per visualizzare e stampare documenti aziendali in modo affidabile. I documenti PDF creati possono essere aperti con Acrobat e Adobe Reader 5.0 e versioni successive.)
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020be44c988b2c8c2a40020bb38c11cb97c0020c548c815c801c73cb85c0020bcf4ace00020c778c1c4d558b2940020b3700020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken waarmee zakelijke documenten betrouwbaar kunnen worden weergegeven en afgedrukt. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /ENU (Use these settings to create Adobe PDF documents suitable for reliable viewing and printing of business documents.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
>> setdistillerparams
<<
  /HWResolution [600 600]
  /PageSize [612.000 792.000]
>> setpagedevice


