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Start‐up:
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CoMoCAT® process
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Scale‐up:
New CNT Production Plant, 

Fall 2008Fall 2008
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Scale‐up (cont’d):
Industrial Scale Purification 

nanoEHS
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Single‐wall CNTs  
Conductive & Semiconducting GradesConductive & Semiconducting Grades

SWeNT®  SG65+
Met. tubes ~ 5%

SWeNT®  SG76
bMet. tubes ~ 35%
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Quality:
Process Improvements in  Synthesis & Purification 
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Quality (cont’d): 
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…Without evidence of tube damage.



Printed Electronics

CNT for Printed Electronics MarketTAM for CNT Ink in Printed Electronics
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Where is the 
market going?
 Thinner, Lighter.


Glass  Plastic

 Large display area. 

 Flexible Rugged ITO Si OrganicFlexible, Rugged.

 Touch interface.  
ITO, Si  Organic 

 Lower cost.

 h l i

Printed Electronics
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 Short cycle time.



Why print electronics?
Additive Process 

(Printing)
Subtractive Process 
(Photolithography) (Printing)(Photolithography)

ExposeExpose  LExposeExpose  Less steps. 

 Less waste.
DevelopDevelop

Etch / stripEtch / strip

Less waste.

 Lower cost. 

123/10/2011

Etch / stripEtch / strip

 Short cycle time.



Lower Cost 
T t C d tTransparent Conductors:

Transparent Conductor Cost ($/m2)

$40

$50

$60

SaveSave

$10

$20

$30 Patterning Cost

Materials Cost

SaveSave
70% 70% 

$0

$10

ITO CNT

Big incentive to switch to CNT for Touch sensors: 
Cost can be reduced by at least 10%. Cycle time can 
be reduced from 1 week to 1 day. 



Performance:
> 99%> 1 µm
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Commercialization
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V2V™ Ink Technology*

CNT Ink

* Patents pendingCNTs can be printed using Standard 
I d t i l P i ti E i t
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Industrial Printing Equipment 



Screen Printing Demo
( i V2V™ i k)(using V2V™ ink)
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Apps Dev is Key!

A li ti D l t C tA li ti D l t C tApplications Development CenterApplications Development Center

Canton, MA



What are the Barriers?What are the Barriers?
• Performance

– Metrology
– Quality Improvement

• Easy & Safe to Use
– InksInks
– nanoEHS

• Supply Chain• Supply Chain
– Apps Dev

St t i Alli (Gl b l)– Strategic Alliances (Global)
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Thank youy

Q&AQ&A
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