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Translational 
Symmetry

4Image from Burlew, R. (2016, October 10). Uncapped honey fermenting in the Comb. Honey 
Bee Suite. https://www.honeybeesuite.com/uncapped-honey-fermenting-in-the-comb/ 



Translation Symmetry in Crystals

5Image from Libretexts. (2021, August 27). Chapter 12.2: Arrangement Of Atoms in Crystals. Chemistry LibreTexts. 
https://chem.libretexts.org/Courses/Howard_University/General_Chemistry:_An_Atoms_First_Approach/Unit_5:_States_of_Matter/Chapter_12:_Solids/Chapter_12.02:_Arrangement_of_Atoms_in_Crystals 



14 
Bravais 
lattices

6
Image from Ripoll, M. M. (n.d.). Cristalografía. Simetría de los Cristales. Representación de las redes de bravais. https://www.xtal.iqfr.csic.es/Cristalografia/parte_03_4.html 



Internal Symmetries

7
Image from Adobe Stock



230 
Space 
Groups

8
Image from Cockcroft, J. K. (n.d.). Space group 11: P2(1)/M11; p21/M11; P 21/m 1 1. http://img.chem.ucl.ac.uk/sgp/large/011ax1.htm 



Experimentally Determining Crystal Structure
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1, 3 Glenzer, S. H., & Redmer, R. (2009, December 1). X-ray thomson scattering in high energy density plasmas. Reviews of Modern Physics. 
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2 Wikimedia Foundation. (2024, July 15). .ǊŀƎƎΩǎ ƭŀǿ. Wikipedia. https://en.wikipedia.org/wiki/Bragg%27s_law 



Powder 
Diffraction 
Pattern
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Image from NaCl data for Diffraction II. (n.d.). http://pd.chem.ucl.ac.uk/pdnn/diff2/nacl.htm 



AI Approach

Bravais Lattice

Space group
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Neural Network

121. Peshek, S. (2019, April 30). How do synapses work?. Texas A&M Today. https://today.tamu.edu/2018/01/05/how-do-synapses-work/ 
2. Victor Zhou. (n.d.). Neural Networks from scratch. https://victorzhou.com/series/neural-networks-from-scratch/ 
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Random Split
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Data

Train Test



One Epoch (Training Cycle)

14

Train Test

Changes the 
influence of nodes

Benchmark for 
generalization



Supervised Method

Pufferfish

Beta fish

151. Selina. (2024, June 2). Pufferfish facts. Facts.net. https://facts.net/pufferfish-facts/
2.  THOUGHTCO. (n.d.). https://www.thoughtco.com/thmb/soY69iSmFeIFV4S4yGWcr-vCkcw=/398x271/filters:fill(auto,1)/venn2-56a4b8b03df78cf77283f15f.JPG 
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Angelfish

https://facts.net/pufferfish-facts/


Supervised Method

Beta fish

Beta fish

161. Whole catfish, fresh. Goldfish Seafood Market. (n.d.-b). https://goldfishseafoodmarket.com/products/whole-catfish-fresh 
2. Sharpe, S. (2024, June 20). Learn everything you need to know about Betta Fish. The Spruce Pets. https://www.thesprucepets.com/siamese-fighting-fish-bettas-1378308 
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Model

ÅConvolution neural 
network

ÅResNet architecture
ÅHaotong Liang 

17Images from Lolla, S., Liang, H., Kusne, A. G., Takeuchi, I., & Ratcliff, W. (2022). A semi-supervised deep-learning approach for automatic crystal structure classification. Journal of Applied 
Crystallography, 55(4), 882ς889. https://doi.org/10.1107/s1600576722006069 



Previous Work

Satvik Lolla used Inorganic Crystal Structure Database 
data to simulate X-ray diffraction patterns
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Space Group Bravais Lattice

Semi-supervised 78 85

Supervised 74 88

Lolla, S., Liang, H., Kusne, A. G., Takeuchi, I., & Ratcliff, W. (2022). A semi-supervised deep-learning approach for automatic crystal structure classification. Journal of Applied Crystallography, 55(4), 
882ς889. https://doi.org/10.1107/s1600576722006069 



Data Cleaning

ÅICSD contains duplicates

ÅNeutron diffraction patterns
ÅLower resolution
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Remove 
Duplicates

181,362 123,039 
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78%
71%



Adding 
More Data

Adding data from Cambridge 
Structural Database (~ 1 million)
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Resolution
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Results on Excluded Data
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Monoclinic (P)

Triclinic (P)
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Data 
Imbalance
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Data Imbalance

0

50000

100000

150000

200000

250000

300000

350000

400000

29

4,607



Balance 
Existing 
Data

Only use 4,607 patterns for each 
Bravais lattice
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58%
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81%



Data Augmentation

ÅAdjust unit cell parameters

ÅMaintain Bravais lattice

Å50,000 patterns per Bravais lattice

Å200,000 patterns per Bravais lattice
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50,000 Patterns per Bravais 
lattice
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71%
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93%



200,000 Patterns per Bravais 
lattice
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