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Ferroelectric hysteresis and piezoelectricity

Ferroelectric materials contain uniformly-oriented polarization
domains.

I Domains switch polarization with sufficient electric field
I Crystal structure (polarization) changes
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Current measurement of ferroelectric switching

I Ferroelectric crystal is coated with electrodes

I Current detected as the polarization switches

Figure: The capacitor’s current is
integrated and normalized to find
the polarization of the crystal.
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PMN-PT, or [Pb(Mg1=3Nb2=3)O3]1� x � [PbTiO3]x

I Lead-oxide perovskite crystal
with magnesium, niobium,
and titanium.

I The central atom has a
stable polarization state in
multiple directions

Figure: Unit cell of PMN-PT with dielectric polarization
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Piezoelectric properties of (110) PMN-PT

Figure: Ferroelectric Hysteresis loop
of PMN-PT

Figure: Piezoelectric strain behavior
of PMN-PT
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Reaching the in-plane state, part 1

The history dependence of
switching dynamics in
PMN-PT leads to a
"moving target" for the
switching voltage.
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Reaching the in-plane state, part 2
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Reaching the in-plane state, part 3

Our samples demonstrated a well-de�ned strain curve associated
with the voltage sweep.
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Magnetic hysteresis

I Domain structure leads to similar behavior
I Some ferromagnets respond to strain with torque on the

magnetic moment (magnetostriction)
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Strain-mediated magnetoelectric coupling

Attaching magnetostrictive and piezoelectric materials to each
other to couple electric and magnetic behavior.

Figure: A piezoelectric substrate combined with a magnetostrictive thin
�lm.
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Experimental demonstration of magnetoelectric coupling

Figure: B-H Loop in the
out-of-plane state.

Figure: B-H Loop in the in-plane
state. Angular dependence is
expected due to magnetostriction.
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GMR via strain-mediated ME coupling

I Giant magnetoresistance: stacked magnetic layers impact
conductivity of a device

I Layer with switching magnetism creates electron "spin valve"
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